
REPORTED TO: H. M. HOLLOWAY, INC.

DESCRIPTION AMOUNT FOUND

SAMPLE DESCRIPTION: ELEMENTAL SULFUR

MATERIAL ANALYSIS

Holloway Sulfur AsRcVd 70.9%
Holloway Sulfur DRY 71.9%

Moisture 1.3%


